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304 AISI304, SUS304, S30400, 1.4301
<0.08% <2.00% Remainder
C Si Mn P
<0.75% <0.045% 8.0%~10.5% <0.10%
304L AISI304L, SUS304L, S30403, 1.4306
<0.03% <2.00% 0.0% Remainder
C Si Mn P ,
<0.75%  <0.045% 8.0%~12.0% <0.10%
304H AISI304H, SUS304, S30409, 1.4948

0.04%~0.10% <2.00%

<0.75% 8.0%~10.5% Remainder
316 AISI316, SUS316, S31600, 1.4401
<0.08% <2.00% <0.10%
BT e

<0.75%  <0.045% 10.0%~14.0% Remainder
316L AISI316L, SUS316L, S31603, 1.4404
<0.03% =2.00% <0.10%
I D

£0.75%  <0.045% 10.0%~14.0% Remainder
316H AISI316H, SUS316H, S31609, 1.4436

0.04%~0.10% <2.00% Remainder

-__ _
<0.75%  <0.045% 10.0%~14.0%
309S AISI309S, SUS309S, S30908, 1.4833

<0.08% <2.00%
<0.75% <0.045% 12.0%~15.0% Remainder
31 OH AISI310H, SUS310H, S31009, 1.4845

0.04%~0.10% <2.00%

<0.75%  <0.045% 19.0%~22.0% Remainder

310S AISI310S, SUS310S, S31008, 1.4845

<0.08% =2.00%

<1.50% <0.045% 19.0%~22.0% Remainder
314 AISI314, SUS314, S31400, 1.4841
<0.25% <2.00%
v YT PN~ ). W8

1.50%~ 3.5% <0.045% 19.0%~22.0% Remainder
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301 AISI301, SUS301, $30100, 1.4319
<0.15% <2.00% Remainder
C Si Mn P

£1.00% <0.045% 6.0%~8.0% <0.10%
302 AISI302, SUS302, $30200, 1.4318
<0.15% <2.00% Remainder
[~ [ -

<0.75%  <0.045% 8.0%~10.0% <0.10%
321 AISI321, SUS321, $32100, 1.4541
<0.08% =2.00% <0.10%  Remainder

£0.75%  <0.045% 9.0%~12.0%

347 AlSI347, SUS347, S34700, 1.4550
<0.08% <2.00% Remainder
B . 2 [

<0.75% <0.045% 9.0%~13.0% 10xC%~1.00%
201 AlISI201, SUS201, S$20100, 1.4372
20.15% 5.5%~7.5% <0.25%

<1.00% <0.060%  3.5%~5.5% Remainder
420 AlS1420, SUS420J1, SUS420J2, 1.4021, 1.4028, S42000
20.15% <1.00% Remainder

£1.00% <0.040%

430 AISI430, SUS430, S43000, 1.4016

<0.12% =<1.00%

<1.00% <0.040% <0.75% Remainder
444 AlS1444, SUS444, S44400, 1.4521
<0.25% <1.00% Ti+Nb: [0.20+4x(C%+N%)]~0.80% Remainder
<1.00% <0.040% <1.00% <0.030%
440 A AISI440A, SUS440A, S44002

0.60%~0.75% <1.00%

<1.00% <0.040% Remainder
440B 440C
0.75%~0.95% 0.95%~1.20%
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